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3-2.  Viscosity change after mixing with epoxy resin 
 
Table 3.  Initial viscosity of mi



 

4. Properties of coating film 
 
4-1.  Properties of coating film under room temperature condition 
 

Advantage: Excellent appearance (gloss, clarity) 
Fast drying performance 
Excellent water spotting resistance 

 
Table 4.  Properties of coating film cured with Gaskamine 240 

Hardener G-240 IPDA adduct Jeffamine D-230 

Formulation    

 DGEBA (g) 100 100 100 

 Hardener (g) 55 31 32 

Curing condition  23oC (50% RH)  

 01   





 

4-3. Property of intercoat adhesion of coating film 
 
Advantage: Excellent intercoat adhesion. 
 

Table 6.  Property of intercoat adhesion of coating film 
Hardener G-240 

Formulation (g)  
 DGEBA  80 
 SR-16H  





 

5-2 Chemical resistance of cast sheet 
 

Advantage: Better chemical resistance than IPDA adduct and Jeffamine D-230. 
 















 

 F: Fair Slight surface whitening 
 P: Poor Whitening 

 
(6) Properties of intercoat adhesion of coating film 








